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Table 2.   Contact angles and surface free energy of tested materials.     * Different lowercase letters in the same column are significantly different ( P˂0.05).                                                                

Pulp Capping  Materials  Contact Angle  Surface Energy  

 Min  Max  Mean  (Y total )  

TheraCal LC  51,72±12,67  82,35±9,78  55,14±11,12 b  44,70 a  

Biner LC  74,39±10,45  77,07±14,77  74,77±13,56 a  36,22 b  

Calciplus LC  28,9±12,56  79,12±12,43  35,35±12,89 c  46,20 a  
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*Different lowercase letters in the same column are significantly different ( P˂0.05).
































































