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Table 3.  Mean (SD) of SBS and failure modes of  tested materials.    

Pulp Capping Materials  Shear Bond Strength   (mean ± SD)  Type of Failure Mode (n)    Adhesive Cohesive Mixed    

TheraCal LC  11,56±5,67 a  2  3  5  

Biner LC  9,12±3,45 b  3  3  4  

Calciplus LC  12,66±4,34 a  4  2  4  

* Different lowercase letters in the same column are significantly different ( P˂0.05).        
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