Figures


1. Are you satisfied with the applied splint? (0=Not at all, 10=Really satisfied)
2. How did you feel your chewing function after the splint application? (0=Bad, 10=Very good)
3. What do you think about the thickness of the splint material? (0=Too thick, 10=Too thin)
4. Did you have problems with phonation after application of splint? (0=Too much, 10=Not at all)
5. How do you feel about the aesthetics of the splint? (0=Bad, 10=Good)
6. Did you feel as if one or more of your teeth moved after the application of splint? (0=Too much, 10=Not at all) 

Figure 1 Questions involved in the self-administered questionnaire.




[bookmark: _GoBack]Figure 2a Clinical periodontal measurements for FCS and WCS groups. PD: Pocket depth, RD: Recession depth.



Figure 2b Clinical periodontal measurements for FCS and WCS groups. PI: Plaque index, BOP: Bleeding on Probing.




a
FCS	Baseline	6. Month	12.Month	Baseline	6. Month	12.Month	PD	RD	1.755	1.523	1.488	1.93	2.226	2.26	WCS	Baseline	6. Month	12.Month	Baseline	6. Month	12.Month	PD	RD	1.732	1.598	1.568	1.674	1.779	1.813	
mm


b
FCS	Baseline	6. Month	12.Month	Baseline	6. Month	12.Month	PI	BOP	2.393	0.9093	0.8986	0.5814	0.1061	0.1286	WCS	Baseline	6. Month	12.Month	Baseline	6. Month	12.Month	PI	BOP	1.925	1.272	1.247	0.3055	0.2526	0.255	





